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NAS RK is pleased to announce that News of NAS RK. Series of chemistry and 

technologies scientific journal has been accepted for indexing in the Emerging Sources Citation 
Index, a new edition of Web of Science. Content in this index is under consideration by Clarivate 
Analytics to be accepted in the Science Citation Index Expanded, the Social Sciences Citation 
Index, and the Arts & Humanities Citation Index. The quality and depth of content Web of 
Science offers to researchers, authors, publishers, and institutions sets it apart from other 
research databases. The inclusion of News of NAS RK. Series of chemistry and technologies in 
the Emerging Sources Citation Index demonstrates our dedication to providing the most relevant 
and influential content of chemical sciences to our community. 

 
 
Қазақстан Республикасы Ұлттық ғылым академиясы "ҚР ҰҒА Хабарлары. Химия жəне 

технология сериясы" ғылыми журналының Web of Science-тің жаңаланған нұсқасы Emerging 
Sources Citation Index-те индекстелуге қабылданғанын хабарлайды. Бұл индекстелу барысында 
Clarivate Analytics компаниясы журналды одан əрі the Science Citation Index Expanded, the Social 
Sciences Citation Index жəне the Arts & Humanities Citation Index-ке қабылдау мəселесін 
қарастыруда. Webof Science зерттеушілер, авторлар, баспашылар мен мекемелерге контент 
тереңдігі мен сапасын ұсынады. ҚР ҰҒА Хабарлары. Химия жəне технология сериясы  Emerging 
Sources Citation Index-ке енуі біздің қоғамдастық үшін ең өзекті жəне беделді химиялық ғылымдар 
бойынша контентке адалдығымызды білдіреді.   

 
 
НАН РК сообщает, что научный журнал «Известия НАН РК. Серия химии и технологий» был 

принят для индексирования в Emerging Sources Citation Index, обновленной версии Web of Science. 
Содержание в этом индексировании находится в стадии рассмотрения компанией Clarivate 
Analytics для дальнейшего принятия журнала в the Science Citation Index Expanded, the Social 
Sciences Citation Index и the Arts & Humanities Citation Index. Web of Science предлагает качество и 
глубину контента для исследователей, авторов, издателей и учреждений. Включение Известия 
НАН РК в Emerging Sources Citation Index демонстрирует нашу приверженность к наиболее 
актуальному и влиятельному контенту по химическим наукам для нашего сообщества. 
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CATALYTIC CONVERSION OF METHANE INTO OLEFINS 
 
Abstract. The worldwide use of olefins in the chemical industry is growing every year. This is due to increased 

consumption of olefins for the production of chemically important products, such as polyethylene, ethylene glycol, 
acetaldehyde and vinyl chloride. In the present work, the activity of the developed heteropolyacid (HPA) catalysts 
based on phosphorus and tungsten in the oxidative conversion of methane to olefins was studied. The developed 
catalysts were applied to various natural and synthetic carriers. The process of oxidative conversion of methane was 
studied by varying the reaction temperature, the ratio of the reacting components, the space velocity, and the effect of 
the addition of water vapor to the reaction mixture. When 5% of the HPA was applied to natural carriers, ethane, 
ethylene, hydrogen and propylene were observed in the reaction mixture. The same activity was observed for 
catalysts deposited on synthetic carriers. It has been established that the optimal conditions for the oxidative 
conversion of methane on a catalyst of 5% HPA applied to a natural carrier are: T = 1073K, W = 3900h-1, CH4 : O2 = 
2 : 1. The positive effect of the addition of water vapor to the reaction mixture was determined. 

Key words: catalytic oxidation, catalysts, methane, olefins. 
 
Introduction 
Chemistry of lower alkanes is one of the most rapidly developing scientific fields [1-8]. The most 

important source of alkanes in nature is natural gas, mineral hydrocarbon raw materials - oil and 
associated oil gases. Natural gas consists of 95 percent methane [9]. Therefore, in the modern 
petrochemical industry, saturated hydrocarbons are the basis for obtaining a variety of organic 
compounds, an important raw material in the processes of obtaining intermediates for the production of 
plastics, rubbers, synthetic fibers, detergents and many other substances.  

It is estimated that over the next decades, the world situation will be when half of the existing oil 
reserves will be spent and the expected production come into conflict with the growing demand for oil 
[10]. The clash of these trends could lead to a shortage of oil, increase in the price of this kind resource 
and will become a powerful resource and a prerequisite for the transition to alternative energy sources. 
According to numerous forecasts of Russian and foreign analysts in the next 10-20 years the situation has 
changed in favor of the priority of gas demand. Natural, economic and political factors, which together 
determine the inevitability of change in the structure of world power balance in favor of growth in the 
share of gas are at the heart of this process. Therefore, the widespread use of gas in areas focused on the 
consumption of petroleum products is important program of the world economy, which is undoubtedly 
important for Kazakhstan. The full range of products produced from petroleum, can be synthesized by 
direct route from natural gas. The cost of such substances as synthesis gas, H2, ethylene, formaldehyde, 
and benzene is 10-100 times higher than the original gas. They are the basic raw material for the synthesis 
of methanol, polyethylene, alcohols, acids, liquid motor fuel, dimethyl ether, ammonia fertilizer and 
hundreds of other compounds necessary for the development of chemical industry. 
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The problem of processing of natural gas into organic compounds solved by steam, carbon dioxide 
and oxidative conversion of alkanes to synthesis gas with subsequent production a mixture of paraffin, 
olefins and alcohols [11,12]. Co-conversion of methane with C3-C4 hydrocarbons with formation of mono- 
and polycyclic aromatic hydrocarbons, oxidative dimerization of methane to ethylene and ethane, selective 
oxidation of methane to methanol can serve as example of one-step conversion of methane [13,14]. 
Produced hydrocarbons are readily oxidized to carbon dioxide and water in the presence of oxygen, which 
significantly reduces the selectivity of the reaction at high conversion of methane. This leads to a higher 
cost of hydrocarbons produced from methane than analogs of petroleum origin. In general, one-step 
methane conversion processes are at the level of laboratory research, and finding new ways of effective 
utilization of natural gas is an urgent task. 

We have developed polyoxide catalysts based on molybdenum, chromium and gallium, applied to 
natural clays for catalytic oxidation of propane butane mixture into oxygenates and olefins [15-17]. 

Light olefins are the most important building blocks for polymers and a variety of intermediate 
products. The world demand for ethylene and propylene exceeds 180 MTA (about 2/3 of ethylene 
production) with annual growth of 4-5% in the next decade [18]. 

The oxidative conversion of alkanes to ethylene in place of the use of petroleum feedstock is of 
practical interest, since ethylene and propylene are the basis for the production of approximately 50% of 
all organic products in the chemical industry. At present, their annual output is one of the main indicators 
of the potential of industrial development. It is known that the petrochemical potential of many countries 
is estimated by the volume of production of ethylene and propylene, which are the basic raw materials for 
the production of polyethylene, polypropylene, plastics and other products. The literature reports an 
increase in ethylene prices and an increase in olefin production in Asia, Europe and America [19]. 
Expansion of production and construction of new petrochemical complexes is also in Russia and China. 
For Kazakhstan, which has huge reserves of natural gas, a significant part of which is flared, the 
development and implementation of technologies for processing alkanes is a strategic task.  

There are two main ways of producing valuable chemicals from methane - indirect and direct 
conversion. Currently, the most commonly used method is indirect conversion, i.e. methane is first 
converted to a synthesis gas with various C/H ratios by either reforming or partial oxidation, and then the 
synthesis gas is converted to raw chemicals by Fischer-Tropsch synthesis, converting the synthesis gas to 
an olefin, converting the synthesis gas to gasoline , synthesis of ammonia or many other processes. 
However, indirect conversion of methane is always accompanied by complicated installations, high 
production costs and, in particular, large CO2 emissions. Consequently, the study of the direct conversion 
of methane into valuable chemicals has recently attracted special attention [20]. 

 
Experimental 
Catalyst preparation 
The method of catalyst preparation has been previously developed in the laboratory of oxidative 

catalysis of JSC "D.V. Sokolsky Institute of Fuel, Catalysis and Electrochemistry" [21]. The catalysts 
were prepared by the capillary impregnation method of mixed aqueous solutions of nitrate salts of metals, 
supported on carriers.  

 
Characterization techniques 
The analysis of the initial mixture and reaction products was carried out using a chromatograph 

"Chromos GC-1000" with the "Chromos" software and on a chromatograph "Agilent Technologies 
6890N" (USA) with computer software. Chromatograph "Chromos GC-1000" is equipped with packed 
and capillary columns. The packed column is used for the analysis of Н2, О2, N2, СН4, С2Н6, С2Н4, С3-С4 
hydrocarbons, СО and СО2. A capillary column is used to analyze of liquid organic substances, such as 
alcohols, acids, aldehydes, ketones and aromatic hydrocarbons. Temperature of the detector by thermal 
conductivity – 200оС, evaporator temperature – 280оС, column temperature – 40оС. Carrier gas velocity 
Ar = 10 ml/min. The chromatographic peaks were calculated from the calibration curves plotted for the 
respective products using the "Chromos" software for pure substances. Based on the measured areas of the 
peaks corresponding to the amount of the introduced substance, a calibration curve V = f (S) was 
constructed, where V - amount of substance in ml, S - peak area in cm2. Concentrations of the obtained 
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products were determined on the basis of the obtained calibration curves. The balance of regulatory 
substances and products was  3.0%. 

 
Results and discussion 
The influence of nature of carriers, as well as reaction temperature during partial oxidation of 

methane on catalysts supported on various natural and synthetic carriers on the basis of H3PW12O40 and 
H4SiW12O40 was investigated. The reaction was investigated under the following conditions: the ratio of 
initial reaction mixture CH4:O2 = 7:1 (36.0%: 5.0%, the rest - Ar); V = 7800 h-1 by varying the reaction 
temperature from 873 to 1173 K. The formation of hydrogen, as well as the C2, C3, and C4 hydrocarbons 
occurred in this temperature range. Conversion (X) of methane was varied from 0.5 to 35.6%. 

When supporting of 5% HPA on natural carriers: TC, EKC, diatomite, CC, TWC, ZE conversion of 
methane was varied from 2.7 to 15.6%. Selectivity (S) on the main product - ethylene varied from 6.2 to 
41.9%. At 1023 K on the catalyst supported on ZE observed the formation of ethane with yield (Y) 3%, 
44.4% selectivity at 6.7% conversion of methane. With further increase of reaction temperature to 1173 K 
the yield of ethane decreased to 1.6% (selectivity 23.9%). Starting from 1073-1123 K there was the 
formation of ethylene. Conversion at the same time kept constant and the selectivity of ethylene increased 
from 33.6 to 40.1%. Hydrogen began to form at 973 K increasing at higher temperatures, the selectivity of 
its grown from 15.3% to 24.7%. Propylene was also observed in small amounts in the reaction products. 

Effect of synthetic carriers on the activity of 5% H3PW12O40 catalyst in reaction of partial conversion 
of methane was investigated. It was investigated a series of synthetic carriers: CaA, Siral-10, Siral-20, 
Siral-30, NaX, AlSi and 20% Al2O3+80% H-ZSM-5. Hydrogen, C2, C3, and C4 hydrocarbons, and CO are 
formed on synthetic carriers as well as on natural in this temperature range. Conversion of methane was 
varied from 1.3 to 19.7%. 

Comparing the data obtained on 5% H3PW12O40 catalyst supported on synthetic and natural carriers, 
revealed that the optimal catalyst leading ODM reaction toward the formation of C2 hydrocarbons is 5% 
HPA, supported on East Kazakhstan zeolite. At 1023 K observed the formation of 3% ethane and 2.7% 
ethylene at 1123 K. 5.17% hydrogen at 900oC formed on the catalyst supported on TWC. 

 
Table 1 - The influence of ratio of CH4:O2 in oxidative conversion of methane 

on 5.0% HPA/NC catalyst 
 

Сoncentration 
СН4:О2, % 

Ratio, 
СН4:О2 

ХСН4, % Yield, % 

Н2 С2Н6 С2Н4 

50,0 : 50,0 1,0 : 1,0 significant formation of hydrogen with sparks 
67,0 : 33,0 2,0 : 1,0 14,0 28,0 2,8 10,8 
75,0 : 25,0 3,0 : 1,0 22,0 - 2,75 9,12 

80,0 : 20,0 4,0 : 1,0 significant formation of hydrogen with sparks 
84,0 : 16,0 5,0 : 1,0 15,0 - 1,4 5,2 
Note - Т = 1073 K, V = 3900 h-1. 

 
Series of experiments at a space velocity of reaction 3900 h-1 and the temperature range 973-1173 K 

on the investigation of reactants ratio CH4 : O2 with in 1 : 1, 2 : 1, 3 : 1, 4 : 1, 5 : 1 was performed (Table 
1). It was determined that the highest yield of ethylene 10,8% is observed at ratio of CH4 : O2 = 2 : 1 at 
reaction temperature 1073 K. 

Effect of the changes in space velocity (1000, 3900, 10000, 12000 and 15000 h-1) of process on the 
catalytic activity in oxidative conversion of methane was investigated. It was determined experimentally 
that the best in the conversion of methane to 28% H2 and 13,6% C2 hydrocarbons is space velocity 3900 h-

1 and contact time 0.9 s (Table 2). 
Addition of water vapor into the reaction mixture at a ratio of CH4 : H2O = 1: 0.5, space velocity 3900 

h-1 and the temperature range of 973-1173 K, CH4 : O2 = 2: 1 was examined. It was shown that with the 
addition of water vapor into the reaction mixture ethylene yield remained constant at 10,8% at 1073 K. 
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Table 2 - Effect of space velocity on the performance of process  
of oxidative conversion of CH4 on 5,0% HPA/NC catalyst 

 
Space velocity, 

h-1 
ХСН4, % 

Yield, % 
Н2 С2Н6 С2Н4 

1000 13 26 1,9 8,8 
3900 13,9 28 2,8 10,8 
10000 6,6 4,3 3,0 3,2 
12000 15,0  4,0 8,1 
15000 20,0  1,0 1,2 

Note - Т = 1073 K, V = 3900 h-1, СН4 : О2 = 2 : 1. 

 
Also, we investigated the increase in the volume of catalyst to 5ml and decrease of space velocity to 

1560 h-1 which shows that with increase of catalyst sample the yield of ethane and ethylene at 1073K was 
respectively 26% and 4,6% with sharp decrease of ethane up to 3% and increase of ethylene to 10,7% with 
increase in the reaction temperature on 50 K (Figure 1). It was shown that the yield of ethane and ethylene 
at 1073 K was 2,6% with slight increase in the amount of ethane to 4,8% and ethylene 4,5% at raise of 
reaction temperature to 1123 K with increase of space velocity up to 3900 h-1. 

 

 
1 - 1560 h-1, 2 - 3900 h-1. Catalyst – 5ml 

 
Figure 1 - Effect of space velocity and temperature of reaction  
in the oxidative conversion of CH4 on 5,0% HPA/NC catalyst 

 
Thus, the optimal conditions for the oxidative conversion of methane on 5% HPA/TWC catalyst were 

determined: the ratio of reactants CH4 : O2 = 2 : 1, 1073 K temperature and space velocity 3900 h-1. 
On the example of 5-15% catalysts based on H4SiW12O40 and its salts on aluminosilicate was 

established the formation of C2H6, C2H4, CO2, H2, the ratio of which was determined by temperature of 
reaction in oxidative dimerization of methane (ODM). The ratio C2H4:C2H6 in products increased toward 
the formation of C2H4 with increasing temperature and transition from high-percentage to low-percentage 
catalysts. Catalysts 5% H4SiW12O40/AlSi (SC2H4 = 51.5%, SC2-HC = 80.0%) and 15% H3PW12O40/AlSi 
(SC2H4 = 39.2%, SC2-HC = 60.2%) had a maximum selectivity by C2-hydrocarbons. CaAZ, CaX, minerals 
containing MgO, SiO2, and NaA can be recommended as a carrier. The yield of C2H4 from CH4 achieved 
13,5-18,5% at conversion of CH4 23-32% and the ratio of C2H4: C2H6 3,6-7,5, Figure 2. 

The studied сations as part of HPC form series on the effectiveness of influence on yield of C2H4 (%) 
from CH4: 

-for 5% [SiW12]/SiO2: Na (13,7) > Mg (11,9) > Ce (11,1) > Cd (10,7) > Ni (10,0) > Pb (9,7) > Ca 
(6,9) > Cr (8,1) > Fe (7,3) > Bi (7,0); 

-for 5%[PW12]/SiO2: Mg (14,2) > Cs (12,7) > Pb (11,7) > Ba (10,0) > Cr (9,8). 
 



Известия Национальной академии наук Республики Казахстан  
  

   
136  

 
The composition of reaction mixture, % vol.:СН4 - 20,5; О2 - 15,4; Ar - 64,1; water vapor. 

 
Figure 2 – Effect of the nature of carrier of 5% [SiW12] catalysts on conversion and yield of C2 hydrocarbons in oxidative 

dimerization of methane 
 
The transition from supported HPA to their salts optimized ODM process. It was shown that Y and S 

formation of C2H4 increases with increasing ratio of CH4:O2 from 1:1 to (1,5-30):1 on 0,5% 
H4SiW12O40/AlSi), Table 3. The composition of mixture, mol: CH4 - 0018-0-0,0031, O2 - 0,0013, inert gas 
- 008-0-0,004 is optimal for synthesis of C2H4. The positive effect has introduction of water vapor 
(CH4:O2 = 1:0,21, mol) into reaction mixture. 

 
Table 3 – Influence of CH4 and O2 in mixture on yield and selectivity of C2 hydrocarbons 

on 0,5% H4SiW12O40/AlSi 
 

Composition of reaction mixture, mol Yield, % Selectivity, % 
С2Н6 С2Н4 С2Н6 С2Н4 

СН4-0,0013, О2-0,0013, Ar-0,006 2,2 9,5 5,9 25,7 
СН4-0,0018, О2-0,0013, Ar-0,0056 3,4 8,8 16,6 43,0 
СН4-0,0031, О2-0,0013, Ar-0,0042 3,1 10,2 11,2 38,6 
СН4-0,0044, О2-0,0013, Ar-0,0030 3,0 8,9 48,0 20,9 
СН4-0,0018, О2-0,0004, Ar-0,0065 5,1 5,2 28,4 29,0 
СН4-0,0018, О2-0,0004, Ar-0,006 4,1 7,4 13,6 24,6 
Note – Т=750оС, =0,46s. By-products: СН2О, Н2, СО2. 

 
ODM process can be intensified by additional oxidative dehydrogenation of ODM product - C2H6 into 

C2H4. 
 
Conclusion 
Thus, it follows from the above results that optimization of the ODM process can be achieved by 

rigorous selection of the process parameters of the reaction, by improving the composition of the 
supported catalysts, for example, by substituting the protons of the HPA for metal cations of Groups I and 
II, by applying GPC to silicon-containing carriers (SiO2, pentasils, aluminosilicates, and synthetic 
zeolites). 
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МЕТАННЫҢ ОЛЕФИНДЕРГЕ ДЕЙІН КАТАЛИТИКАЛЫҚ КОНВЕРСИЯСЫ 
 
Аннотация. Химия өндірісінде олефиндердің əлемдік Қолданылуы жыл өткен сайын өсуде. Бұл 

полиэтилен, этиленгликоль, ацетальдегид жəне винилхлорид секілді химиялық маңызды өнімдерді өндіруге 
арналған олефиндерді Қолданылуының артуымен байланысты. Ұсынылған жұмыста метанның олефиндерге 
тотығу конверсиясында фосфор жəне вольфрам негізіндегі жасалынған гетерополиқышқылды (ГПҚ) 
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катализаторлардың белсенділігіне зерттеулер жүргізілді. Əр түрлі синтетикалық жəне табиғи 
тасымалдағышқа отырғызылған катализаторлар жасалынды. Метанның тотыға айналу үрдісі барысында əр 
түрлі температура мен көлемдік жылдамдықта реакцияға түсетін компоненттердің Қатынасы, сондай-ақ 
реакциялық Қоспаға су буының əсері зерттелді. Табиғи тасымалдағышқа 5% ГПҚ енгізгенде реакциялық 
Қоспадан этан, этилен, сутек жəне пропилен түзілгені байқалды. Синтетикалық тасымалдағышқа 
отырғызылған катализаторлар үшін де осындай белсенділік байқалды. Метанның тотыға айналу конверсиясы 
үшін табиғи тасымалдағышқа отырғызылған 5% ГПҚ катализаторының оңтайлы жағдайының шарттары Т = 
1073К, W=3900 сағ-1, CH4 : O2 = 2 : 1 болып табылады. Реакциялық қоспаға су буын қосқандағы əсері оң 
нəтиже көрсететіні анықталды. 

Түйін сөздер: каталитикалық тотығу, катализаторлар, метан, олефиндер. 
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КАТАЛИТИЧЕСКАЯ КОНВЕРСИЯ МЕТАНА В ОЛЕФИНЫ 
  
Аннотация. Мировое применение олефинов в химической промышленности растет с каждым годом. 

Это связано с увеличением потребления олефинов для производства химически важных продуктов, таких как 
полиэтилен, этиленгликоль, ацетальдегид и винил хлорид. В представленной работе проведено исследование 
активности разработанных гетерополикислотных (ГПК) катализаторов на основе фосфора и вольфрама в 
окислительной конверсии метана в олефины. Разработанные катализаторы были нанесены на различные 
природные и синтетические носители. Процесс окислительного превращения метана исследовался при 
варьировании температуры реакции соотношение реагирующих компонентов, объемной скорости, а также 
изучено влияние добавление паров воды в реакционную смесь. При нанесении 5% ГПК на природные 
носители в реакционной смеси наблюдалось образование этана, этилена, водорода и пропилена. Такая же 
активность наблюдалась и для катализаторов нанесенных на синтетические носители. Установлено, что 
оптимальными условиями окислительной конверсии метана на катализаторе 5% ГПК нанесенном на 
природный носитель являются: Т = 1073К, W=3900ч-1, CH4 : O2 = 2 : 1. Определено положительное влияние 
добавления паров воды в реакционную смесь.  

Ключевые слова: каталитическое окисление, катализаторы, метан, олефины. 
 
Information about authors: 
Baizhumanova T.S. - Leading Researcher, Candidate of Chemical Sciences, Laboratory of Organic Catalysis, JSC “D.V. 

Sokolsky Institute of Fuel, Catalysis and Electrochemistry”, Almaty, Kazakhstan. Tel: +77272916632, e-mail: 
baizhuma@mail.ru; 

Tungatarova S.A. – Chief Researcher, Doctor of Chemical Sciences, Laboratory of Organic Catalysis, JSC “D.V. Sokolsky 
Institute of Fuel, Catalysis and Electrochemistry”, Al-Farabi Kazakh National University, Almaty, Kazakhstan. Tel: 
+77272916632, e-mail: tungatarova58@mail.ru; 

Xanthopoulou G. - Professor, PhD, DSc, Laboratory of Modern Ceramics, Institute of Nanoscience and Nanotechnology, 
NCSR “Demokritos”, Athens, Greece. e-mail: g.xanthopoulou@inn.demokritos.gr; 

Zheksenbaeva Z.T. - Leading Researcher, Candidate of Chemical Sciences, Laboratory of Organic Catalysis, JSC “D.V. 
Sokolsky Institute of Fuel, Catalysis and Electrochemistry”, Al-Farabi Kazakh National University, Almaty, Kazakhstan. Tel: 
+77272916632, e-mail: zheksenbaeva07@mail.ru; 

Kaumenova G.N. - PhD Doctoral Student, Al-Farabi Kazakh National University, Laboratory of Organic Catalysis, JSC 
“D.V. Sokolsky Institute of Fuel, Catalysis and Electrochemistry”, Almaty, Kazakhstan. e-mail: kaumenova.gulnar@mail.ru; 

Erkibaeva M.K. - associate professor of the Department of Geography and Chemistry of Pavlodar State Pedagogical 
University, Pavlodar, Kazakhstan. Tel: +77182552798, e-mail: erkibaevameruert@mail.ru; 

Zhumabek M. - Junior Researcher, Laboratory of Organic Catalysis, JSC “D.V. Sokolsky Institute of Fuel, Catalysis and 
Electrochemistry”, Almaty, Kazakhstan. Tel: +77272916632, e-mail: rabinur@mail.ru; 

Kassymkhan K. - Junior Researcher, Laboratory of Organic Catalysis, JSC “D.V. Sokolsky Institute of Fuel, Catalysis and 
Electrochemistry”, Almaty, Kazakhstan. Tel: +77272916632, e-mail: kaysar_007@mail.ru 
  



Известия Национальной академии наук Республики Казахстан  
  

   
154  

 
МАЗМҰНЫ 

 
Кантуреева Г.О., Defrancesco E., Алибеков Р.С., Уразбаева К.А., Ефимова И.Е. Қазақстанның дəстүрлі азық-түлік 

өнімдерді сəйкестендіру жаңа тенденциялары ....................................................................................................................           6 
Туктин Б.Т., Теңізбаева А.С., Нұрғалиев Н.Н., Шаповалова Л.Б., Яскевич В.И. Модифицирленген Ni(Сo)-Mo- Al2O3  

катализаторларында тура айдалған бензин фракциясын гидроизомерлеу жəне гидроөңдеу ............................................... 13 
Ахметалимова А.М., Ивасенко С.А., Марченко A.Б., Ишмуратова М.Ю., Полезчак Э., Людвичук А., Лосева И.В. 

Қарағанды өңіріндегі THYMUS EREMITA KLOK. жəне  THYMUS RASITATUS KLOK.  өсімдіктерінің химиялық 
құрамын зерттеу........................................................................................................................................................................... 20 

Фазылов С.Д., Нүркенов О.А., Журинов М.Ж., Əрінова А.Е.,  Туктаров А.Р., Исаева А.Ж., Шаихова Б.К.  
С60 фуллеренге гидразондардың палладий комплестерімен катализденетін циклоқосылуы  ....................................................... 26 

Опимах Е.В., Левданский А.Э., Голубев В.Г., Корганбаев Б.Н., Сарсенбекулы Д. Ұсақтау барысындағы меншікті  
энергия шығындарын төмендетудің келешекті бағыттары ..................................................................................................... 32 

Қапсəмет М.Ж., Тəжібаева С.М., Уракаев Ф.Х., Уралбеков Б.М., Бүркітбаев М.М., Бачилова Н.В. Нанокүкіртті 
алу жəне тұрақтандыру ............................................................................................................................................................. 41 

Байсанов С.О., Толоконникова В.В.,  Нарикбаева Г.И., Корсукова И.Я., Жучков В.И. Күй диаграммасына талдау  
жасау  негізінде марганецті жəне хромды ферроқорытпаларды балқытуға термодинамикалық бағалау........................... 47 

Құлекеев Ж.Ə., Нұртаева Г.Қ., Мұстафин Е.С., Айнабаев А.А., Мұстафин Т.Е., Борсынбаев А.С., Жарикеcов Ғ.А. 
Теңізге төгілген мұнайды жоюда хердерлерді пайдаланудың мүмкіндіктері ....................................................................... 58 

Туктин Б.Т., Нургалиев Н.Н.,Тенизбаева А.С.,  Шаповалова Л.Б., Комашко Л.В. Бензиннің əртүрлі  фракцияларын  
модифицирленген алюмокобальтмолибден катализатораларында гидрожақсарту ................................................................ 67 

Қалдыбекова А.Ж., Амангазиева А.Т., Халменова З.Б., Үмбетова А.К. Haplophyllum A. Juss шөбінен биологиялық  
белсенді заттардың кешенді бөліну технологиясын дамыту .................................................................................................... 74 

Опимах Е.В., Левданский А.Э., Волненко А.А., Жумадуллаев Д.К. Флотациялық процесстерді жүргізу əдістері ......... 82 
Чиркун Д. И., Левданский А. Э., ВолненкоА.А., Сарсенбекұлы Д.  Соққылы-ортадан тепкіш диірмендердегі  

бөлшектердің динамикасын зерттеу ......................................................................................................................................... 92 
Баймұқашева Г.К., Қалауова А.С., Құспанова Б.К., Насиров Р.Н. Үшфенилфосфиннің  анион-радикалы............... 102 
Баешова А.К., Молайган С., Баешов А.Б. Сутектік энергетиканың қазіргі замандағы жағдайы жəне сутекті алу  

əдістері .......................................................................................................................................................................................... 107 
Закарина Н.А., Дəлелханұлы О., Жумадуллаев Д.А., Акурпекова А.К., Джумабаева Л.С. Al, AlZr жəне Ti-мен  

пилларирленген Na- жəне Ca-формалы монтмориллонитке енгізілген Pt- жəне Pd-катализаторларындағы тікелей  
айдалған бензиннің жеңіл фракциясының изомеризациясы.................................................................................................... 117 

Нəсіров Р.Н. ЭПР спектроскопия көмегімен каспий  маңындағы мұнайлардағы  ванадийді анықтау...................... 
 125 

Байжуманова Т.С., Тунгатарова С.А., Xanthopoulou G., Жексенбаева З.T., Kaуменова Г.Н., Еркибаева М.К., 
Жумабек М., Kaсымхан K. Метанның олефиндерге дейін каталитикалық конверсиясы...................................................... 132 

Калимукашева А.Д., Калиманова Д.Ж., Иманкулова З.А. Формативті бағалау-химия сабақтарында оқыту 
процесінің ажырамас бөлігі......................................................................................................................................................... 139 

Масенова А.Т., Калыкбердиев М.К., Сасс А.С., Кензин Н.Р., Канатбаев Е.Т., Цыганков В.П. Бензин фракцияла- 
рындағы хош иісті көмірсутектерді жоғары қысымда отырғызылғын катализаторларды қолдану арқылы  
сутектендіру....................................................................................................................................................................................146 
  



ISSN 2224-5286                                                                                                 Серия химии и технологии. № 5. 2018 
 

 
155 

СОДЕРЖАНИЕ 
 

Кантуреева Г.О., Defrancesco E., Алибеков Р.С., Уразбаева К.А., Ефимова И.Е. Новые тенденции в идентификации  
традиционной пищевой продукции Казахстана ......................................................................................................................... 6 

Туктин Б.Т., Тенизбаева А.С., Нургалиев Н.Н., Шаповалова Л.Б., Яскевич В.И. Исследование гидроочистки и  
гидроизомеризации прямогонной бензиновой фракции  на модифицированных Ni(Сo)-Mo- Al2O3- катализаторах ........ 13 

Ахметалимова А.М., Ивасенко С.А., Марченко A.Б., Ишмуратова М.Ю., Полезчак Э., Людвичук А., Лосева И.В.  
Исследование химического состава THYMUS EREMITA KLOK. и THYMUS RASITATUS KLOK. Карагандинского 
региона .......................................................................................................................................................................................... 20 

Фазылов С.Д., Нуркенов О.А., Журинов М.Ж., Аринова А.Е., Туктаров А.Р., Исаева А.Ж., Шаихова Б.К.  
Катализируемое комплексами палладияциклоприсоединение гидразонов к фуллерену С60  .................................................... 26 

Опимах Е.В., Левданский А.Э., Голубев В.Г., Корганбаев Б.Н., Сарсенбекулы Д. Перспективные направления  
снижения удельных энергозатрат при измельчении ................................................................................................................ 32 

Капсамет М.Ж., Тажибаева С.М., Уракаев Ф.Х., Уралбеков Б.М., Буркитбаев М.М., Бачилова Н.В. Получение 
и стабилизация наносеры ……………………………………................................................................................................. 41 

Байсанов С.О., Толоконникова В.В., Нарикбаева Г.И., Корсукова И.Я., Жучков В.И. Термодинамическая оценка  
выплавки марганцевых и хромистых ферросплавов на основе анализа их диаграмм состояния........................................ 47 

Кулекеев Ж.А., Нуртаева Г.К., Мустафин Е.С., Айнабаев А.А., Мустафин Т.Е., Борсынбаев А.С., Жарикесов Г.А. 
Возможности использования хердеров при ликвидации разливов нефти на море ............................................................... 58 

Туктин Б.Т., Нургалиев Н.Н., Тенизбаева А.С., Шаповалова Л.Б., Комашко Л.В.  Гидрооблагораживание 
различных бензиновых фракций  намодифицированных алюмокобальтмолибденовых катализаторах ............................ 67 

Калдыбекова А.Ж., Амангазиева А.Т., Халменова З.Б., Умбетова А.К. Разработка технологии комплексного  
выделения  биологических активных веществ из растений рода Haplophyllum A. Juss ...................................................... 74  

Опимах Е.В., Левданский А.Э., Волненко А.А., Жумадуллаев Д.К. Методы проведения флотационных процессов ..... 82 
Чиркун Д. И., Левданский А. Э., Волненко А.А., Сарсенбекулы Д. Исследование динамики частиц в ударно- 

центробежных мельницах …………………………................................................................................................................... 92 
Баймукашева Г.К., Калауова А.С., Куспанова Б.К.,  Насиров Р.Н. Анион-радикал  трифенил-фосфина.......................102 
Баешова А.К., Молайган С., Баешов А.Б. Современное состояние водородной энергетики и способы получения  

водорода.......................................................................................................................................................................................... 107 
Закарина Н.А., Дəлелханұлы О,, Жумадуллаев Д.А., Акурпекова А.К., Джумабаева Л.С. Изомеризация легкой  

фракции прямогонного бензина на Pt- и Pd-катализаторах,нанесенных на пилларированныйAl, AlZr и Ti  
монтмориллонит в Na- и Ca-формах........................................................................................................................................... 117 

Насиров Р.Н. Определение ванадия в нефтях прикаспийского региона методом ЭПР-спектроскопии....................... 125 
Байжуманова Т.С., Тунгатарова С.А., Xanthopoulou G., Жексенбаева З.T., Kaуменова Г.Н., Еркибаева М.К.,   

Жумабек М., Kaсымхан K. Каталитическая конверсия метана в олефины...............................................................................132 
Калимукашева А.Д., Калиманова Д.Ж., Иманкулова З.А. Формативное оценивание - неотъемлемая часть процесса 

обучения на уроках химии........................................................................................................................................................... 139 
Масенова А.Т., Калыкбердиев М.К., Сасс А.С., Кензин Н.Р., Канатбаев Е.Т., Цыганков В.П. Гидрирование  

ароматических углеводородов в бензиновых фракциях на нанесенных катализаторах под давлением............................. 146 



Известия Национальной академии наук Республики Казахстан  
  

   
156  

CONTENTS 
 

 
Kantureeva G.O., Defrancesco E., Alibekov R.S., Urazbayeva K.A., Efimova I.E. New trends in the identification  

of the traditionalfood productsof Kazakhstan ................................................................................................................................. 6 
Tuktin B.T., Tenizbaeva A.S., Nurgaliyev N.N., Shapovalova L.B.,   Yaskevich V.I. Study of hydro purification  

and hydroizomerization straight-run gasoline fraction over modified Ni(Сo)-Mo- Al2O3- catalysts ............................................ 13 
Akhmetalimova A.M., Ivasenko S.A., Marchenko A.B., Ishmuratova М.Yu., Poleszak E., Ludwiczuk A., Loseva I.V. The 

study of the chemical composition of THYMUS EREMITA KLOK. and THYMUS RASITATUS KLOK. from the Karaganda  
region ............................................................................................................................................................................................. 20 

Fazylov S.D., Nurkenov O.A., Zhurinov M.Zh., Arinova A.E., Tuktarov A.R., Issayeva A.Zh., Shaihova B.K. Catalyzed 
by palladium complexes the cycloaddition of hydrazones to fullerenec60 (in English)..................................................................... 26 

Apimakh Ye.V., Leudanski A.E., Golubev V.G., Korganbayev B.N., Sarsenbekuly D. Promising directions of reducing 
specific energy costs in grinding (in English)................................................................................................................................... 32 

Kapsamet M.Zh., Tazhibayeva S.M., Urakaev F.Kh., Uralbekov B.M., Burkitbayev M.M., Bachilova N.V. Obtaining  
and stabilization of nanosulfur ........................................................................................................................................................ 41 

Baisanov S.O., Tolokonnikova V.V., Narikbayeva G.I., Korsukova I.Ya,  Zhuchkov V.I. Thermodynamic assessment 
of smelting  of manganese and chromium ferroalloys based on the analysis of their state diagrams ............................................. 47 

Kulekeyev Zh.A, Nurtayeva G.K., Mustafin E.S., Ainabayev A.A., Mustafin T.E., Borsynbayev A.S., Zharikessov G.A. 
Using herders for oil spill response in the sea ................................................................................................................................ 58 

Tuktin B.T., Nurgaliev N.N., Tenizbaeva A.S., Shapovalova L.B., Komashko L.V. Hydrotreating of various petrol  
fractions over modified alumocobaltmolydbdenic catalysts ………….......................................................................................... 67 

Kaldybekova A.Zh., Amangazyeva A.T., Halmenova Z.B., Umbetova A.K. Development of technology for the complex  
isolation of biological active substances from plants of the genus Haplophyllum A. Juss ……………......................................... 74 

Apimakh Ye.V., Leudanski A.E., Volnenko A.A., Zhumadullaev D.K. Methods of carrying out flotation processes ............... 82 
Chyrkun D.I., Levdanskiy A.E., Volnenko A.A., Sarsenbekuly D. Study of the particle dynamics in impact-centrifugal mills 

(in English)......................................................................................................................................................................................... 92 
Baymukasheva G.K., Kalauova A.S., Kuspanova B., Nasirov R.N. Triphenylphosphine anion radical.................................. 102 
Bayeshova A.K., Molaigan S., Bayeshov A.B. Hydrogen energetics current state and hydrogen production methods......... 107 
Zakarina N.A., Dolelkhanuly O., Jumadullaev D.A., Akurpekova A.K., Djumabaeva L.S. Isomerization of light fraction  

of straight-run gasoline on Pt-and Pd-catalysts supported on pillared by Al, AlZr and Ti montmorillonite in Na-and Ca-forms..117 
Nasirov R.N. Determination of vanadium in the precaspian region’s oil by the EPR-spectroscopy method......................... 125 
Baizhumanova T.S., Tungatarova S.A., Xanthopoulou G., Zheksenbaeva Z.T., Kaumenova G.N., Erkibaeva M.K., 

Zhumabek M., Kassymkan K. Catalytic conversion of methane into olefins.................................................................................. 132 
Kalimukasheva A.D., Kalimanova D.Z., Imankulova Z.A. Formattive evaluation is an uninterruptable part of the 

training process on lessons of chemistry......................................................................................................................................... 139 
Massenova A.T., Kalykberdiyev M.K., Sass A.S.,.Kenzin N.R, Kanatbayev E.T., Tsygankov V.P. Hydrogenation of 

 aromatic hydrocarbons in gasoline fractions over supported catalysts under pressure................................................................ 146 

   



ISSN 2224-5286                                                                                                 Серия химии и технологии. № 5. 2018 
 

 
157 

Publication Ethics and Publication Malpractice 
in the journals of the National Academy of Sciences of the Republic of Kazakhstan 

 
For information on Ethics in publishing and Ethical guidelines for journal publication 

see http://www.elsevier.com/publishingethics and http://www.elsevier.com/journal-authors/ethics. 
Submission of an article to the National Academy of Sciences of the Republic of Kazakhstan implies 

that the described work has not been published previously (except in the form of an abstract or as part of a 
published lecture or academic thesis or as an electronic preprint, 
see http://www.elsevier.com/postingpolicy), that it is not under consideration for publication elsewhere, 
that its publication is approved by all authors and tacitly or explicitly by the responsible authorities where 
the work was carried out, and that, if accepted, it will not be published elsewhere in the same form, in 
English or in any other language, including electronically without the written consent of the copyright-
holder. In particular, translations into English of papers already published in another language are not 
accepted. 

No other forms of scientific misconduct are allowed, such as plagiarism, falsification, fraudulent data, 
incorrect interpretation of other works, incorrect citations, etc. The National Academy of Sciences of the 
Republic of Kazakhstan follows the Code of Conduct of the Committee on Publication Ethics (COPE), 
and follows the COPE Flowcharts for Resolving Cases of Suspected Misconduct 
(http://publicationethics.org/files/u2/New_Code.pdf). To verify originality, your article may be checked 
by the Cross Check originality detection service http://www.elsevier.com/editors/plagdetect. 

The authors are obliged to participate in peer review process and be ready to provide corrections, 
clarifications, retractions and apologies when needed. All authors of a paper should have significantly 
contributed to the research. 

The reviewers should provide objective judgments and should point out relevant published works 
which are not yet cited. Reviewed articles should be treated confidentially. The reviewers will be chosen 
in such a way that there is no conflict of interests with respect to the research, the authors and/or the 
research funders. 

The editors have complete responsibility and authority to reject or accept a paper, and they will only 
accept a paper when reasonably certain. They will preserve anonymity of reviewers and promote 
publication of corrections, clarifications, retractions and apologies when needed. The acceptance of a 
paper automatically implies the copyright transfer to the National Academy of Sciences of the Republic of 
Kazakhstan. 

The Editorial Board of the National Academy of Sciences of the Republic of Kazakhstan will monitor 
and safeguard publishing ethics. 
 

 
  



Известия Национальной академии наук Республики Казахстан  
  

   
158  

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Правила оформления статьи для публикации  
в журнале смотреть на сайте:  

 

www:nauka-nanrk.kz 
 

http://www.chemistry-technology.kz/index.php/ru/ 
 

ISSN 2518-1491 (Online), ISSN 2224-5286 (Print) 
 
 

Редакторы: М. С. Ахметова, Т. А. Апендиев, Аленов Д.С. 
Верстка на компьютере А.М. Кульгинбаевой 

 
Подписано в печать 11.10.2018. 

Формат 60х881/8. Бумага офсетная. Печать – ризограф. 
9,8 п.л. Тираж 300. Заказ 5. 

 
Национальная академия наук РК 

050010, Алматы, ул. Шевченко, 28, т. 272-13-18, 272-13-19 


